
Laboratory Report DNR/6764 Contract Sample No C3783/92

Report Date 09/08/2019 Clients Reference C3783/92

Source Johnsons Lane

Supplier Ballast Phoenix

Date Sampled 15/07/2019

Date Received 15/07/2019

Date Completed 29/07/2019

Sample Location
Stockpile

Determination of Magnesium Sulphate Soundness - BS EN 1367-2:2009Determination of Magnesium Sulphate Soundness - BS EN 1367-2:2009Determination of Magnesium Sulphate Soundness - BS EN 1367-2:2009Determination of Magnesium Sulphate Soundness - BS EN 1367-2:2009

Size fraction tested 14-10 mm

MS  - Sample A 16.0 %

MS  - Sample B 18.7 %

Magnesium Sulphate Value (Magnesium Sulphate Value (Magnesium Sulphate Value (Magnesium Sulphate Value (MSMSMSMS )))) 17 %%%%

 

Aggregate Sampled in Accordance with BSEN 932-1 : 1997

Authorised Signatory

P Nodder - Technical Director

Ballast Phoenix Ltd Material Description T1SB IBAA

Victoria Stables

South Road

Bourne

Lincolnshire

PE10 9JZ

Johnsons Lane, WidnesJohnsons Lane, WidnesJohnsons Lane, WidnesJohnsons Lane, Widnes
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