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SAMPLE ISSUE SHEET 

 

Distribution List: 
Nick Grindley (Big Red), Tony Goodwin (Big Red), Tom Cardoe (Henley), 

Paul Mason (MCC) 

Project: Peelers Yard, Goulden St, Manchester, M4 5FR 

Date of issue: March 18, 2024 

Sample Ref#: 001 – Pointing Sample 

Job Number: R/290322/6 

We have now proposed a pointing sample on site, please see attached photos of the proposed 
sample in situ for your approval.  
 
Pointing Sample  

 
Sample 001: Red Box on attached Drawing. 
 

 
Fig 1: Before pointing carried out. 

 

 
Fig 2: After pointing carried out. 

 

Mix Ratio: 4.5 parts Leighton Buzzard: 4.5 parts Washed River sand (buff): 3 NHL 3.5 “Old 
White” lime. 
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Sample 002: Blue Box on attached drawing. 
 

 
Fig 3: Joints opened, and new pointing installed on lower section of panel. Existing pointing as 

seen at the top of the photo. 

 
Mix Ratio: 2 Parts Leighton Buzzard: 1 Part Washed River Sand (buff): 1 Part NHL 3.5 “Old 
White” Lime. 

 
Reference.  
 

Specification C41– Control of Samples  
 
 

Sample repair location. 
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Signed on behalf of Client:   

Signed on behalf of Henley: S. Hudson Steve Hudson 

 

 
   


