
© WJ Structures Ltd  

Identify area of damaged stone as 
per drawings, in company with 
CA.

Cut out damaged section of stone, make 
good contact surfaces to receive indent.  
Prepare indent to desired size, dry fit 
indent, trim and adjust as necessary to 
ensure an accurate fit (joints to be less 
than 2mm to face work). Install dowels 
into stone indent. Dowel holes should be 
2mm wider than the dowel diameter, 
dowel material to be threaded 3-4mm 
stainless steel dowel lengths up to 80mm 
approximate quantities min. 2 per indent 
and secure using polyester resin.  Exact 
number and location of dowels to CA 
approval. Corresponding holes should be 
drilled into the receiving holes of same 
diameter and partially filled with polyester 
resin to secure indent.

Partially fill holes in stone with polyester 
resin. Ensure no resin applied to faces of 
indent or socket. Spread hydraulic lime 
mortar around the indent (mix to be 
agreed) and slide into place, ensuring face 
is kept clean, and excess mortar is 
removed.  Dress face / tool indent to 
match facework of parent stone.

Indent Detail 

Indent depth from

face work not less 

than 100mm
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