
 

 

 

 

                                                                                                                   

  
                 2684 

Samples detailed above have been analysed qualitatively for asbestos by polarized light & dispersion staining as 

described in our in-house procedures (Appendix 1 of our ‘Quality Manual Policy and Procedures’), based on the 

content of HSG 248 Appendix 2. The report shall not be reproduced except in full without our approval and the 

laboratory can provide assurances that parts of the report are not taken out of context. Results relate only to items 

tested. *Description of Product is outside the scope of our UKAS accreditation. **TVS Analysis Ltd accepts no 

responsibility for errors which may have arisen during sampling or transportation of samples and cannot take 

responsibility for the accuracy, representative nature and location of samples taken by external customers. All samples 

are kept for 6 months and paperwork for 6 years in accordance with the guidance. 
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               Unit 821, Birchwood Boulevard, Birchwood, Warrington, Cheshire. 

WA3 7QZ 

                    

 

CERTIFICATE OF ASBESTOS FIBRE IDENTIFICATION. 

 

Certificate Number: TVS/25/1016 
  
Customer: Richard L Thomas Associates Limited, 
 1

st
 Floor, 

 120, Ashton Road, 
 Denton, 
 Manchester. 
 M34 3JE                 
 
Site Reference: ORTA/03/23/6737 
 Manchester Grammar School 
 Old Hall Lane 
 Manchester 
 
Sampled By:            Client 
 
Date Received: 6

th
 March 2025

 

 

Date Analysed: 6
th
 March 2025 

 
Method Analysed:   Samples detailed have been analysed qualitatively for asbestos by polarized 

light & dispersion staining as described in our in-house procedures 
(Appendix 1 of our ‘Quality Manual Policy and Procedures’), based on the 
content of HSG 248 Appendix 2.  

 
Analysed By:             N Tully 
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SAMPLE RESULTS           Certificate Number: TVS/25/1016 
 

SAMPLE NO LAB REF 
*ELEMENT 
SAMPLED 

**SAMPLE LOCATION 
ASBESTOS TYPE 

DETECTED 

1 060325/001 Cement Pipe 
External Within Ground Court Yard 
Inbetween Block F & New Pavilion  

Crocidolite  
Chrysotile  

     

     

     

     

     

     

     

     

     

     

     

     

     

     

     

     

     

     

     

     

 
 

REPORTED BY:   (Approved Signatory)               DATE: 06/03/25                 
 

                             Nicola Tully/Susan Currie (Delete as Applicable)    


