
 

 

 
 
  
 

Pointing Samples  
Stenner Lane 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
Sample 1:    Sample 2:     Sample 3: 
2 Plaster sand   2 Plaster sand    3 Plaster sand 
1 Course sand   1 Grit sand     ½ NHL 3.5  
½ NHL 3.5     ½ NHL 3.5  
 
 
 
 
 
 
 
 
 
 


